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MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

{

SAMPLE NAME
DESCRITPION
SAMPLE DATE
SAMPLE TIME
SAMPLED BY:

RUBY DUMP

10/04/93

2381 S. Plaza Dr. * PO. Box 3388 ¢ Rapid City, SD 57709

(605) 348-0111
ACCOUNT NUMBER: W1000
LAB NUMBER: 19931005107
STAN MICHALS DATE RECEIVED: 10/05/93
BROHM MINING CORP, TIME RECEIVED: 06:30 AM -
P.O. BOX 485 REPORT DATE: 10/07/93
DEADWOOD, SD 57732
3 £ 4 B *
PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 2540. Alvminum 66.4 67.7
Hardness 921. Ant imony . .
PH 3.06 Arsenic + 303 s 309
Solids, Dissolved, mg/1 2345. Barium . .
Solids, Suspended, mg/l 26.0 Beryllium = .
Turbidity, NTU . Boron . =
Cadmium .202 .210
: Calcium 209. .
INORGANIC & NONMETALLIC VALUE Chromium P ¢
-— - Cobalt - o
Alkalinity 0.00 Copper 11.6 11.9
Bicarbonate 0.00 Gold . 3 -
Carbonate, mg/1 0.00 Iron .Y 81.3
Chloride, mg/1 38.5 Lead > 9
Cyanide, Total, mg/l <.010 Lithium ’ .
Cyanide, WAD, mg/1 - Magnesium T 97.0 ; o
Cyanide, Free, mg/l - .+ ..Manganese 23,7 25,5
Fluoride, mg/l . Mercury " 3 .
Nitrogen, Ammonia, mg/l g Molybdenum . .
Nitrogen, Nitrate, mg/l 18.8 Nickel 3 :
Nitrogen, Nitrite, mg/l - Potassium 3.90 3
Sulfate, mg/1 1441. Selenium . i .
Silicon % ¥
Silver > >
QUALITY CONTROL VALUE Sodium 20.0 .
- ——— - Strontium o 5
Major Anion Sum, meq/L 32.40 Vanadium . .
Major Cation Sum, meq/L 30.86 Zinc 3.19 333
Anion-Cation Balance, % -2.43

SPECIAL TESTS VALUE Q
ACIDITY 648, APPROVED BY: // 2/
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MID-CONTINENT
TESTING LABORATORIES, INC.

JIL ANALYSIS

HIGH TECHNOLOGY C
AND ENVIRONMENTAL TESTING
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2381 S. Plaza Dr « PO. Box 3388 » Rapid City, SD 57709
(605) 348-0111

S ——

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

N ——

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 2760.
Hardness 1022.
m 2.”
Solids, Dissolved, mg/]l  2679.
Solids, Suspended, mg/1 17.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/1 35.0
Cyanide, Total, mg/l <.010
Cyanide, WAD, mg/] °
Cyanide, Free, mg/] g
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/l "
Nitrogen, Nitrate, mg/l 17.6
Nitrogen, Nitrite, mg/] .
Sulfate, mg/1 1750.
SPECIAL TESTS VALUE
ACIDITY 888.

METALS mg/1

:
i

RUBY DUMP
DESCRITPION
11/16/93

;.?;

w1000
LAB NUMBER: 19931117106
DATE RECEIVED: 11/17/93
TIME RECEIVED: 06:00 AM
REPORT DATE: 11/19/93

- e s

DISSOLVED TOTAL

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

94.6 98.4

.306 .382

.221 .240
236. .

15.6
89.0

105. :
22.6 24.8

4.08

W22
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MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. PlazaDr. »

(605) 348-0111

PO. Box 3388 * Rapid City, SD 57709

SAMPLE NAME:
DESCRITPION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

&7

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485
DEADWOOD, SD 57732

ACOOUNT NUMBER:
LAB NUMBER:
DATE RECEIVED:
TIME RECEIVED:
REPORT DATE:

PHYSICAL PROPERTIES

VALUE

Canductxwty, umhos/cm 2760.

Hardness 1022.
PH 2.90
Solids, Dissolved, mg/l  2679.
Solids, Suspended, mg/1 17.0
Turbidity, NTU o
INORGANIC & NONMETALLIC VALUE
Alkalxnlty 0.00
Bicarbonate 0,00
Carbonate, mg/1 0.00
Chloride, mg/1 35.0
Cyanide, Total, mg/l <.010
Cyanjide, WAD, ng/l ‘ F ok
Cyanide, Free, mg/1 " LR
Fluoride, mg/l ¥
Nitrogen, Ammonia, mg/1 .
Nitrogen, Nitrate, mg/l 17.6
Nitrogen; Nitrite, mg/l %
Sulfate, mg/1 1750.
SPECIAL TESTS VALUE
ACIDITY 888.

.

RUBY DUMP

11/16/93

w1000

19931117106

11/17/93
06:00 AM
11/19/93

METALS mg/1 DISSOLVED TOTAL
Aluminum 94.6 98.4
Ant imony . .
Arsenic .306 . 382
Barium . =
Beryllium é .
Boron ’ .
Cadmi um el .240
Calcium 236. 5
Chromium . .
Cobalt . .
Copper 15.6 - 16.3
Gold . :
Iron 89.0 107.
Lead ks .
Lithium - 3
Magnesium , 105, . i
‘Manganese 22.6° 24.8
Mercury > .
Molybdenum . -
Nickel > "
Potassium 3.54
Selenium < ‘
Silicon ’ "
Silver . .
Sodium 19.7 -
Strontium . a
Vanadium : .
Zinc 3.85 4.08

APPROVED BY: 4 %{ 9 J7
s d
DATE: ///./9» 2
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paTE: _I -/ -F3 TiMe:
SAMPLER:

STATION NO:

GAUGE HEIGHT:
TEMPERATURE (degrees C):
pH:

CONDUCTIVITY (umhos/cm):

METER USED:
STREAM WIDTH:

TOTAL FLOW:

WATER SAMPLE (Yes/No):
FILTERED METALS (Yes/No):
NUMBER/TYPE BOTTLES:

FLOW (gpm):

Velocity (fps)

COMMENTS:

TOTAL

FORMS\SURFWTR.FRM




DATE: /¢

SAMPLER:

STATION NO:
GAUGE HEIGHT:

TEMPERATURE (degrees C):

pH:

CONDUCTIVITY (umhos/cm):

WATER smmz (Yu/No) L

PILTERED METALS m.mo) i

NUMBER/I'YPB BOTTLBS.

FLOW (gpm):

Interval | Midpoint

Area (sft) Velocity (fps)

L[

TOTAL

COMMENTS:




MID-CONTINENT
TESTING LABORATORIES, INC.

2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS
P.O. BOX 485

BROHM MINING OORP.
DEADNOOD, SD 57732

METALS mg/1

SAMPLE NAME: RUBY DUMP

SAMPLE DATE: 12/01/93

w1000
12/02/93

LAB NUMBER: 19931202103

07:15 AM

REPORT DATE: 12/03/93

DISSOLVED

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 2630.
Hardness 1057.
PH 3.13
Solids, Dissolved, mg/1 1360.
Solids, Suspended, mg/1 15.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/1 40.0
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/1 .
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/l .
Nitrogen, Nitrate, mg/l 17.2
Nitrogen, Nitrite, mg/1 .
Sulfate, mg/1 1581.
QUALITY COONTROL VALUE
Major Anion Sum, meq/L 35.24
Major Cation Sum, meq/L 35.32
Anion-Cation Balance, % 0.11
SPECIAL TESTS VALUE
ACIDITY 698.

Aluminm
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromium
Cobalt
Copper
Gold
Iron
Lead
Lithium

Magnesium

Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

71.8

3.70




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. « PO. Box 3388 » Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

METALS mg/1

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 2630.
Hardness 1057.
PH 3.13
Solids, Dissolved, mg/1 1360.
Solids, Suspended, mg/1 15.0
Turbidity, NTU s
INORGANIC & NONMETALLIC VALUE
Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/] 40.0
Cyanide, Total, mg/l <.010
Cyanide, WAD, mg/1 -
Cyanide, Free, mg/1 F
Fluoride, mg/1 ;
Nitrogen, Ammonia, mg/l >
Nitrogen, Nitrate, mg/l 17.2
Nitrogen, Nitrite, mg/l .
Sulfate, mg/1 1581.

QUALITY CONTROL VALUE
Major Anion Sum, meq/L 35.24
Major Cation Sum, meq/L 35.32
Anion-Cation Balance, % 0.11

SPECIAL TESTS VALUE
ACIDITY 698.

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromi um
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Mo |l ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY

DATE:

SAMPLE NAME:
DESCRITPION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER:
LAB NUMBER:
DATE RECEIVED
TIME RECEIVED
REPORT DATE:

RUBY DUMP

12/01/93

w1000
19931202103
12/02/93
07:15 AM
12/03/93

71.8 79.0
.344 «333
194 .204

242. .
11:6 12.1
64.8 72.5

110, .
25.8 28.0

3.94 .
21.0 .
3:62 3:70

: )
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MID-CONTINENT
TESTING LABORATORIES, INC.

2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

P.O. BOX 485

DEADWOOD, SD 57732

METALS mg/1

SAMPLE NAME:
DESCRITPION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

!
i

DATE RECEIVED
TIME RECEIVED

RUBY DUMP
12/14/93

w1000
19931215208
12/14/93
05:00 MM
01/10/94

DISSOLVED TOTAL

PHYSICAL PROPERTIES VALUE
Conductivity, ushos/cm 2650.
Hardness 1138.
PH 3.07
Solids, Dissolved, mg/1 1362.
Solids, Suspended, mg/1 30.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/1 35.0
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/1 .
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/1 "
Nitrogen, Nitrate, mg/1 18.9
Nitrogen, Nitrite, mg/1 .
Sulfate, mg/1 1586.
QUALITY CONTROL VALUE
Major Anion Sum, meq/L 35.33
Major Cation Sum, meq/L 35.60
Anion-Cation Balance, % 0.38
SPECIAL TESTS VALUE
ACIDITY 800.

Aluminum
Ant imony
Arsemnic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobal t
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

71.6 79.1

.326

.149
233.

13.6 13.8

68.4 96.6

108.
25.3 28.2

.
-
.
-
.
-
-
.
-
=

2.73 3.01




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS

AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388  Rapid City, SD 57709
(605) 348-0111

SAMPLE NAME:
DESCRITPION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

RUBY DUMP

12/14/93

ACOOUNT NUMBER: W1000
LAB NUMBER: 19931215208
STAN MICHALS DATE RECEIVED: 12/14/93
BROHM MINING CORP. TIME RECEIVED: 05:00 PM
P.O. BOX 485 REPORT DATE: 01/10/94
DEAIWOOD, SD 57732
PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 2650. Aluminum 71.8 79:1
Hardness 1138. Ant imony . .
PH A 3.07 Arsenic .326 .333
Solids,/ Dissolved, mg/1 1362, Barium . 3
Solids/ Suspended, mg/l 30.0 Beryllium . .
Turbidity, NTU % Boron % 2
Cadmi um .149 L1867
Calcium 233. %
INORGANIC & NONMETALLIC VALUE Chromium . o
- - - Cobalt > n
Alkalinity 0.00 Copper 13.6 13.8
Bicarbonate 0.00 Gold kL S S
Carbonate, mg/l 0.00 Iron 68.4 .« 96.6
Chloride, mg/] 35.0 Lead : 4
Cyanide, Total, mg/1 <.010 Lithium . .
Cyanide, WAD, mg/1 - esium 109. o
Cyanide, Free, mg/l . nganese 47 cmek i 4 Y 4
Fluoride, mg/1 p Mercury ¥ :
Nitrogen, Ammonia, mg/l . Molybdenum . .
Nitrogen, Nitrate, mg/1 18.9 Nickel z A
Nitrogen, Nitrite, mg/1 & Potassium 4.12 .
Sulfate, mg/1 1586. Selenium . s
Silicon . -
Silver : :
QUALITY QOONTROL VALUE Sodium 19.9 .
- Strontium . 3
Major Anion Sum, meq/L 35.33 -- Vanadium ’ 5
Major Cation Sum, meq/L 35.60, Zine 2,13 3.01
Anion-Cation Balance, % 0.38
’
SPECIAL TESTS VALUE
ACIDITY 800. APPROVED BY:




